
Gary L. Cooper
Assistant State Engineer

ARIZONA DEPARTMENT OF TRANSPORTATION * MATERIALS SECTION
1745 WEST MADISON, PHOENIX, ARIZONA 85007 PHONE 261·7231

CHANGE LETTER

MATERIALS TESTING MANUAL CHANGE LETTER NO. 9

SUBJECT: Table of Contents, Arizona Test Methods 104b, DATE OF ISSUE: February 1983
20Ib, 212d, 233b, 240, 241, 242, 410a, 415, 701, 719
81sa, 817a, 825 and Section 900. Cover sheets for
Sections 600, 700 and 800. ASTM Test Methods C 25, EFFECTIVE DATE: February 1983
C 110 & D 1850. AASHTO Test Methods T 246 & T 247.

SUMMARY

1. ARIZ 104b - "Sampling Bituminous Mixtures"

Changed Sec.lion. 2.

2. ARIZ 201b - "Dry Preparation and the S'ieving of Coarse and Fine Graded Soils
and Aggregates"

Changed e~ !M.Ocedu.ruz. ex.cept Sec.lioM 6,
7, and 10.

3. ARIZ 212d - "Percentage of Crushen Particles in Cover Material or Mineral
Aggregate"

Changed t.i.i:1e an.d Se.c.lioM 1s 3, and 6,

4. ARIZ 233b - "Flakiness Index of Aggregate"

5. ARIZ 240 - "Sieve Analysis and Separation of Salvaged AC Pavement
Particles for Recycled Asphaltic Concrete"

6. ARIZ 241 - "Compressive Strength of Molded Cement Treated Base or
Soil Cement Specimens"

prrn~.tinP" of this Public
Author' ed by:

~ .. ~
Assistant Director
Hj p,! ~... dYS Divi:, i_Jn



Change Letter No. 9
Page 2

7. ARIZ 242 - "Sand Equivalent Test for Mineral Aqgregate for Asphaltic
Concrete Friction Course"

8. ARIZ 410a - lICompaction and Testing of Bituminous Mixtures with
Marshall Apparatus"

CJwnged t.i..t£e and aU I>eci.-iorw.

9. ARIZ 415 - "Bulk Specific Gravity of Compacted Bituminous Mixtures"

7h.i..IJ neh! telJt -il> -i;,l>ued aIJ a modi-?icat-ion 01­
MSli70 7 166. 71uvz.e G.IU'. ne/-eA.enceIJ to 1111511.70 7 166 -in
the tel>t manuai, wlUch will. lI.e changed -in the l-utl1./l.2
to ne~ce to l1i1IZ 415. In:the -ini..vWn I'vUod,
~VfV/. a ne~ce -il> made to I111Sli70 7 166, il
I>haU II.e nel'1.aced wilh I1RIZ 415.

10. Section 600 - Name of this Section has been changed to: "Cement
and Related Materials"

7he 1-01.1.0w-i.n.g ted methoM G.IU'. added to the coVfV/.
I>heet: 115m C 25 - "Chem-icai Anaiyl>-il> 01- LUI1Mtone,
Qu-ic1d..i.tn2 and Iiycbwted LUne", and 115m C 110 - "1'hYI>-icai
7MUn.g 01- Qu-ic/dUne, Iiycbwted LUne and LiJruutone".
l'haIJe llep1.ace the COVfV/. hheet and -index; tall. di-v-idett I-Oll
th.i..IJ 1Je.ci.-ion wilh attached I>he.ei..;,.

11. ARIZ 701 - "Testing Cold Applied T"o Component Polysulfide Polymer
Type Joint Sealing Compound II

7Iu.1> tel>t -i;, ttel'1.aced e.y 115m D 1850 - "Conettete
J.omi SeaifVl., Co1.d I1l'l'licat-ion 7Yl'e". 1'hal>e dekte l1i1IZ
701 /-A.om yoUlt manuai. the COVfV/. I>Ae.d. I-Oll SecLi.on 700
haIJ II.een nev-i;,ed to -incfude th"-I> 115m telJt, I'haIJe
nemove the COVett hheet I-Oll th"-I> heci.-ion and nel'1.ace
wilh attached I>heet.

12. ARIZ 719 Heating and Drying Materials in Micro-Wave Oven"

13. Cover Sheet for Section 800 - "Design"

7he I-ollow-ing I111Sli70 7e;,t f'letAoM G.IU'. lil>ted on t!>-i.IJ
I>heeL: I111Sli70 7 246 - "il.e.l>-i;,tance to DeI-O/l.Rw.!..-Lon and
Cohel>-ion 01- Bilum-inoul> f'I.i.dwl.€.1> e.y f'learw ot fLveem Ill'l'evwtuh",
and MS71i0 7 247 - "Pn e.I'OJl.aUOIl 01- 7eht Si2C"-men1> 0':
Bilum-inoul> i'l-idl1./l.2l> i'..y f'learw ot Calil-o/l.,~ia /&tead..iJiY
Compaclo/l. 1/ •
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14. ARIZ 81Sa - "Marshall Mix Design Method for Asphaltic Concrete"

71U-6 Le-6t inco//.po//.cd.e.-6 :the. ga.1..l.C p/l...i..nc..i..pfe-6 ot
:the. flaMlwU Ddv1J7I-inat..i..on ot R£-6-i..-Dtance to Pla-1uc '1low
ot B..i..:I:..m...iou-6 flixl.1.uz.e-6 (AASH70 7 245) in :the. p//.ocedU//.£. to
k uM.d in D£-6.ign ot IWphallic ConC/l..ld..e rrUxe-6 w..i..ih
fla/l.-6haU appa/l.atU-D, a-6 ind..i..ccd.e.d gy :the. change in 7.it&.

15. ARIZ 817a - "Mix Design Method for Asphaltic Concrete"

7h..i..-D Le-6t .i-D de&ted, pfea-6e 1/..£J7l0ve th..i..-D p//.ocedU//.£.
/Aom :the. Le-6t manual.

16. ARIZ 825 - "Method of Test for Determining the Quantity of Asphalt
Rejuvenating Agent Required for an Asphaltic Pavement"

New Le-6t wlUch -i..-D ac1.df!.d. NOn: 7h..i..-D Le-6t -i..-D
u-6ed p/l..ima/l..if.y to//. maintenance applicauon-6.

17. Section 900 - "Sampling Guide Schedule" (Nov. 1981)

7h..i..-D -6eilion wa-D ..l.-6-6u£d undeA. Change LtzJ:1vl. No.8,
gut :the. dcd.e. ot .i-6-6ue WG-6 inadvvden.t1y fett ott :the.
-1he.et-1. PfeMe add :the dcd.e. "Nov. 1981" to aU -6hed-D
in :the. Sampling (juide Schedule. 7h..i..-D will allow IU!;./.e/I.ence
to//. tutu//'£' IU!;.v-i..-D..l.OM, a-6-6u/1...i..ng that c/l.ll./l.eJd gLUdelin.e-6
aIU!;. king adhe/l..ed to.

ATTACHMENTS: Table of Contents, ARIZ 104b, ARIZ 201b, ARIZ 212d, ARIZ 233b,
ARIZ 240, ARIZ 241, ARIZ 242, ARIZ 410a, ARIZ 415, Cover Sheet
and Index Tab for Section 600, Cover Sheet for Section 700,
ARIZ 719, Cover Sheet for Section 800, ARIZ 81Sa, ARIZ 825.
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